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(1). Forward.  This is a collaborative interdisciplinary project to establish technology for integrating complex protein structures 

into inorganic material substrates for fabrication of nanocomposite materials and devices for a broad range of applications.  

Previous funding resulted in engineering of F1 motor proteins with specialized features for surface attachment in addition to 

extensive studies of the rotational mechanism and development of analytical methods for orientational protein patterning.  The 

specific target of the current project is the on-chip fabrication of a hybrid organic/inorganic nanodevice that couples the rotation 

of a spindle element of the F1-ATPase motor to a secondary device such as a nanoscale electricity generator or a nano-scale 

pump.  The considerable technical challenges associated with this task include implementation of protein engineering 

strategies to introduce specialized features into the F1 molecule, development of new methods for precise attachment of the 

motor into patterned surface features in correctly oriented functional form, and creation of novel surface secondary devices for 

translation of the ATP-driven rotation of the F1 spindle element into useful work. 

(2). Statement of the problem studied.  The work to date has focused on fabrication of a simple device for reversible conversion 

of rotational energy produced via the chemical breakdown of adenosine triphosphate (ATP) into electrical current.  Such a 

device would consist of the F1 motor placed in a confined feature (box or cylinder) etched into a silicate-coated surface 

surrounded by one or more nano-electrodes.  Rotation of a magnetic bead attached to an armature that has been engineered 

into or chemically attached to the central rotating spindle element of the F1 motor must pass over the electrode to create 

measurable (nW) current.  This work, although proving extraordinarily challenging, has resulted in success on several fronts as 

indicated below.

(3). Summary of the most important results.

(3.a).  Protein engineering.   Two engineered protein constructs have been prepared in the Richter lab.  In each case a small, 

rigid protein extension has been genetically incorporated into the rotating spindle in a position expected to extend the spindle at 

90o to the central rotating axis of the motor.  In one case, the twisted helical repressor of plasmid protein (Rop) was 

incorporated producing gamma-Rop.  In the second case the rigid beta barrel green fluorescent protein (GFP) was incorporated 

producing gamma-GFP.  Remarkably, both engineered constructs were effectively assembled with other motor protein subunits 

to produce highly active motors.  Detailed biochemical analysis of the two constructs has been completed.  The last step 

involved engineering of binding sites in the two constructs for attachment of magnetic particles.  In the case of gamma-Rop, a 

cysteine residue has been engineered into the loop connecting the two helices of the Rop extension for particle attachment via 

a biotin-maleimide adduct [1].  In addition, three cysteines, two in the Rop protein and one in the rotating spindle element (the 

gamma subunit) had to be removed.  This has now been achieved but caused considerable difficulty this past year – attempts 

to introduce multiple mutations simultaneously within the construct were unsuccessful necessitating the introduction of each 

mutation individually.  In spite of this problem, we now have the complete gamma construct as indicated in Figure 3 which 

assembles with the alpha and beta subunits to produce a fully functional enzyme as shown by the data of Figure 4.  In the case 

of gamma-GFP, an avidin binding site has been engineered into the outwardly extended end of the beta barrel structure for 

attachment of metallic beads via an avidin-biotin connector [2].   

The two engineered proteins are ready for surface attachment which will be followed by attachment of metallic beads for 

extensive rotational studies and for integration into the nano-electrode system.  Preliminary rotation studies have been 

performed with the hybrid enzyme and we have been able to demonstrate rotation of gold beads attached to non-engineered 

enzyme according to previously published methods [2].  However, specific attachment of the gold particle on the rotating 

spindle armature has not been possible due to the presence of exposed cysteinyl side chains on the alpha subunit that 

compete for binding of the functionalized nanoparticles.  This problem is confounded by the fact that there are three alpha 

subunits per molecule leading to multiple attachment sites and considerable heterogeneity of labeled molecules, most of which 

fail to rotate since the alpha subunits are static.   Therefore, an additional cloning step has been undertaken to identify and 

remove the exposed cysteines.  The final construct is expected to be ready for assembly and rotation studies within the next 

few weeks. 

Work has also been in progress to determine the structural basis of a dithiol “switch” located in the regulatory domain within the 

rotating gamma subunit of the F1 motor.  Significant insight into the mechanism of regulation of rotation has been obtained 

through a combination of site-directed mutagenesis and structural modeling studies.  The information will be used for future 

studies in which ligand binding protein sequences will be introduced within the domain to induce ligand-dependent modulation 

of rotation – that is a ligand-induced switch that either activates or inactivates rotation.  This work has been performed by Dr. 

Kim Colvert, a visiting scientist while on sabbatical in the lab.  A preliminary publication was included in the Proceedings of the 

International Photosynthesis Congress in 2010 and another publication describing an extension of this work is in preparation for 

submission.

(3.b). Surface Attachment Strategies.  In order to create the hybrid nanodevices envisioned in this work, the protein must be 

attached to the surface in a functionally active way and oriented and aligned with electrodes incorporated into the design of the 

structure.  All of this must be accomplished on the nanometer length scale.  We have employed AFM based methods for 

generating patterns of both the protein and the metal electrodes on the surface.  First, we attach the protein to the surface 

selectively in nanometer scale functionalized regions activated with an NTA group to promote specific binding of the protein tag 



on the pattern.  This is accomplished through a two step grafting process in which a dithiol molecule is patterned into the 

surface and then the dithiol molecule is reacted with a maleimide functionalized NTA in order to introduce the NTA functionality 

locally on the surface only in the patterned regions.  The protein can then be selectively attached to the NTA groups through 

engineered histidine tags.  The electrodes (to detect or drive protein rotation) are fabricated using electroless deposition of 

copper either on silicon or gold surfaces.  On the gold surface.  The electrodes can be introduced by patterning a carboxylic 

acid group into the dodecane thiol matrix and allowing electroless deposition to occur selectively on the patterned region of the 

surface.  The patterning on silicon is accomplished by selectively removing a monolayer resist from the silane coated silicon 

surface and allowing deposition to occur only in the exposed regions.  In order to create the nanopatterned devices, both of 

these structures must be deposited on the nanometer length scale with very precise spatial registry.  This is accomplished 

using the nanografting approach which allows nanometer scale control over the motion of the probe tip as well as patterning of 

multiple materials sequentially in a fluid cell.

During the most recent period, we have demonstrated the ability to selectively functionalize the gold surface with the NTA 

functional group required for specific immobilization of the F1 ATPase on the surface.   Coordination of nickel ions and the 

histidine tags on the protein have also been demonstrated.  Figure 1 shows that the maleimide coupling chemistry to introduce 

the NTA groups on the surface is selective on the thiol terminated monolayer surface.  No reaction with a fluorescent maleimide 

dye is observed on the control sample, while strong fluorescence is observed on the thiol terminated sample.  The selective 

introduction of the thiol functional group in the matrix methyl-terminated monolayer using nanografting is demonstrated in 

Figure 2.  The AFM created patterns were used to bind a fluorescently labeled dye, and the dye is observed in the same pattern 

as that of the thiol groups on the surface.  These results demonstrate that the incorporation of the NTA groups on the surface in 

nanometer scale patterns has been achieved.

The next step is to demonstrate that the NTA groups on the surface specifically bind the F1 ATPase.  This has been 

successfully demonstrated through both SPR measurements of protein binding and the as well as through imaging of the 

fluorescently labeled F1 ATPase binding to both NTA functionalizes films and the methyl terminated matrix film as a control 

(Figure 3).  The fluorescence occurs only on the NTA terminated film and not on the methyl terminated control, indicating 

specific attachment of the ATPase motor to the NTA groups on the surface.  SPR measurements have indicated that there is 

more than one rate constant for binding of the histidine tagged ATPase to the NTA terminated surface.   Kinetic fits to the SPR 

data with a single 1:1 Langmuir adsorption model show poor fits, whereas inclusion of multiple binding pathways allows a much 

better fit (Figure 4).  This indicates that multiple histidine groups are involved in the binding to the surface (resulting in different 

rate constants when different numbers of histidine tags are bound).  This result indicates that multivalency is important in 

strongly binding the ATPase motor to the surface.

In addition to demonstrating that the F1 ATPase motors can be successfully patterned into nanometer scale domains on the 

surface, progress has also continued on the preparation of the metal nanowires that are to be used to detect the motion of the 

F1 motor.  The patterns can be created using metal coated AFM probe tips to anodically oxidize patterns on the surface.  

Figure 5 shows that copper can be successfully patterned into nanometer scale patterns on a silicon substrate, providing the 

control needed to form the wires with the correct size and spatial relationship to the F1 motor.  A manuscript describing this 

work is in the late stages of preparation for submission.

These preliminary data clearly demonstrate the feasibility that all of the components of the proposed F1 motor protein device 

can be successfully fabricated on the required length scales.  The incorporation of each step into a single chip is a logical 

extension of the results obtained to date.  This work is still in progress.

(4). Continuing studies.   

As a result of the preliminary work we are uniquely poised to fabricate the first integrated system in which the F1 enzyme is 

attached to a discrete site on a material surface such that rotation of a magnetic particle attached to the rotating armature of the 

enzyme will pass across a nano-electode etched into the surface to produce an electrical current.  This work has paved the way 

for extensive protein and material engineering studies to develop functioning nanodevices in which ligand-controlled rotation of 

the spindle element of the F1 motor will produce a measured electrical response.  To date the work has been carried out as a 

very effective collaboration between Dr. Mark Richter, a protein chemist and enzymologist, and Dr. Cindy Berrie, a materials 

chemist with considerable experience in surface chemical modification and atomic force microscopy (AFM).  A third 

collaborator, Dr. Judy Wu, has been recruited to the project.  Dr. Wu is a physicist with extensive experience in fabrication of 

micro- and nanocircuitry on microchip surfaces and will assist in constructing patterned electrode systems into which molecular 

motors are integrated.  Future work will aim at:

           a. Development of a patterned electrode platform with integrated F1 motors.  Nanoelectrodes will be fabricated on 

microchip surfaces by combining an AFM etching and nanografting approach with a carbon-based nanopatterning approach.  

F1 motors will be integrated into chemically functionalized surface patterns to produce a prototype nanodevice that 

interconverts chemical and electrical energy in a ligand-dependent manner;

           b.  Engineering of molecular recognition “switch” elements into the F1 motor for ligand-induced modulation of rotation.  



Molecular modeling studies will be applied to design and engineer specific ligand binding elements into a previously identified 

regulatory protein domain within the rotation spindle element such that binding of a specific ligand will induce or block rotation;   

           c. Analysis of the rotational dynamics of the engineered F1 motor in the integrated system.  Rotation of gold and 

magnetic particles attached to the rotating arm of the engineered F1 motor will be examined using confocal microscopy and 

electrical current generation respectively to determine the kinetic behavior of the rotating spindle.  These studies will identify the 

protein-protein interactions responsible for development of rotational torque and for directional rotation of the spindle element.
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Figure 1: Control Experiment showing that the maleimide dye attaches 
specifica lly to the monolayer fi lm terminated in thiol functiona l groups (A) 
and not on the methyl terminated control surface (B). 



 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 2: AFM (A-C) and fluorescence images (D) of a pattern of the maleimide dye 
grafted into the methyl-terminated matr ix through coupling to the thiol functiona l 
group. The fluorescent dye attaches only on the pattern created w ith the thiol 
terminated chemistry. 



 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 3: The fluorescently labeled F1 ATPase shows binding to the NTA 
functionalized surface( B), but very little adsorption on the methyl
terminated surface (A). 
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Figure 4: SPR sensorgrams of the adsorption of the Fl ATPase motor on the NTA 
substrate. Different colors represent different concentrations of protein, and the 
grey lines are the fits to the data. In order to fit the data, multiple pathways 
must be included through a heterogeneous binding model. The kinetic rate 
constants have been determined for binding. 
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Figure 5: (A) Nanometer scale lines fabricated using anodic li thography to introduce 
a carboxy-terminated pattern into a methyl terminated matrix. (B) After electroless 
deposition of copper, the line is much shallower, indicating that the metal has plated 
selectively in the line. 


